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Signed for and on behalf of 
 SGS-CSTC Standards Technical Services (Tianjin) Co., Ltd. 

 
 

Reabeca Zhou 

Approved Signatory 
  

 

 

 

 

 

Client Name:  XIANTAIDOUJINSHUZHIPINKEJIYOUXIANGONGSI 

Client Address:  JINGJIJISHUKAIFAQUFENGCHENG8LU180HAOCHANGHEGUOJIEZUO1301SHI 

 
 
Sample Description:  Titanium frying pan 

The above sample(s) and information were provided by the client. 
----------------------------------------------------------------------------------------------------------------------------- ---------------- 
 
 
 

SGS No.:  TJHL2408006973CW 

Sample Receiving Date:  Aug 07, 2024 

Testing Period:  Aug 07, 2024 ~ Aug 16, 2024 

Test Requested:  Select test(s) as requested by the client. 

Testing Performed:  Follow selected test(s) as requested by client. 
 

 Test Requirement Comment 

1 
American Food and Drug Administration (US FDA) Compliance Policy Guides 
Sec.545.500 - Leachable Lead 

Pass 
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Test Result(s):  
 

Test Part Description： 

SN ID Sample No. SGS Sample ID Description 
Material 

(claimed by 
the client) 

SN1 A1 TSN24-0018673-0001.C001 
gray/silver gray metal boiler 

(without lid) 

TITANIUM/A
LUMINUM/S
TAINLESS 

STEEL 
 

Remarks: 
(1) mg/dm2 = milligram per square decimeter 

mg/inch² = milligram per square inches 

g/cm2 = microgram per square centimeter 
mg/L = milligram per litre 
mg/kg = milligram per kilogram 

(2) ℃ = degree Celsius 

℉ = degree Fahrenheit 

(3) <= less than 
(4) RL = Reporting Limit 
(5) ND = Not Detected (< RL). 

 
American Food and Drug Administration (US FDA) Compliance Policy Guides Sec.545.500 - 
Leachable Lead 
 
Test Method: With reference to AOAC 18th Ed. (2005) Section 973.32, analysis was performed by 

AAS/ICP-OES. 
 

 
A1    Pass 
 

 Extract volume (mL) Depth (mm) Surface Area (dm²) 

1 2400 57 9.96 

2 2400 57 9.96 

3 2400 57 9.96 

4 2400 57 9.96 

5 2400 57 9.96 

6 2400 57 9.96 
 

 

 Leachable Lead (µg/mL) 

1 <0.05 

2 <0.05 

3 <0.05 

4 <0.05 

5 <0.05 

6 <0.05 

Avg <0.05 

Limit 7 
 

 
 
 

limit=Reference limit.  
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Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019. 
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Sample Photo: 

 

The sample was not tested 

 

 

 

TSN24-0018673 
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TSN24-0018673-0001.C001 

 

SGS authenticate the photo on original report only 
*** End of Report *** 
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